
With established, strategically located additive manufacturing (AM)
service centres in Europe and North America, Bodycote’s facilities are
fully capable to provide all post-build processing and related quality
assurance services – from classical heat treatments (including stress 
relieving, annealing, solution treating and ageing) and specialised hothot 
isostatic pressing (HIP), to the safe removal from base plate, ase plate, testing 
and final inspection of 3D-printed components.ponents.

  
  

www.bodycote.com

For more information, email AdditiveMFG@bodycote.com

Optimise material properties of 3D-printed metal components 
with a complete post-build processing solution

AM SERVICE CENTRES
Europe

United Kingdom
Cambridge, Chard, Coventry

France
Neuilly-en-Thelle, Serres-Castet

Belgium
Brussels

North America

Northeast USA
Berlin, CT

Upper Midwest USA
Cincinnati, OH

Southeast USA
Greenville, SC

Central USA
Fort Worth, TX

West & Southwest USA
Rancho Dominguez, CA

Bodycote, the world’s leading provider of thermal processing services, specialises in the treatment of parts and 
components used in a wide range of industries including aerospace, defence, automotive, medical, oil & gas and power
generation industries.

  ADDING VALUE
to 3D-printed metal parts

Bodycote plc
Springwood Court, Springwood Close
Tytherington Business Park
Macclesfield
Cheshire, SK10 2XF
United Kingdom



STRESS 
RELIEVE
Minimize any 

distortion.

 CUT-OFF
Removal from build plate.

Photo courtesy of Simon Scott-AM 

BACK TO 3D 
MANUFACTURER
Finished 3D component.
Credit: MBFZ Toolcraft GmbH

BUILD
3D-print part onto a plate.
Photo courtesy of Simon Scott-AM 

INSPECTION
Finish machining and 
dimensional inspection.

TESTING
Nondestructive and other 
quality assurance testing.

HEAT TREAT
Improve microstructural 
characteristics. 

HIP
Any porosity is removed, 
improving ductibility and 
fatigue strength. 

   The Bodycote ‘B’ next to a component journey stage 
shows where Bodycote’s vital services have been applied.
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For more component journeys visit www.bodycote.com

ADDING VALUE
3D-PRINTED METAL PART

 

Almost all metal parts built by the additive manufacturing process require
secondary treatments to make them suitable for their intended use.

Bodycote provides a complete post-manufacture service solution including
hot isostatic pressing (HIP) to remove micro-porosity and reduce the extent of
segregation in the built structure, heat treatment to improve material properties, 
and associated quality assurance testing.

This is just one example of how Bodycote brings together the huge wealth of knowledge and 
expertise from across the Bodycote group to provide the vital engineering services our customers need.
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